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	Calcium
	ttesti 6 111567 13812 4 109819 12903, unequal

	Chromium
	ttesti 6 8.75 9.612 4 9.61 7.496, unequal

	Copper
	ttesti 6 23.41 4.140 4 35.28 5.439, unequal

	Iron
	ttesti 6 267.98 42.842 4 409.88 63.067, unequal

	Manganese
	ttesti 6 469.55 97.821 4 866.49 144.934, unequal

	Molybdenum
	ttesti 6 10.78 0.205 4 11.26 0.238, unequal

	Potassium
	ttesti 6 12479 4003 4 13808 4061, unequal

	Rubidium
	ttesti 6 62.83 0.349 4 81.73 0.501, unequal

	Strontium
	ttesti 6 20.86 0.113 4 27.42 0.153, unequal

	Sulfur
	ttesti 6 818.76 3933.942 4 941.46 3756, unequal

	Titanium
	ttesti 6 206.96 58.853 4 189.22 55.506, unequal

	Tungsten
	ttesti 6 25.85 22.484 4 34.88 27.016, unequal

	Zinc
	ttesti 6 39.46 1.943 4 44.73 2.383, unequal

	Zirconium
	ttesti 6 8.73 0.129 4 9.09 0.152, unequal




